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Ahveroinen
Occurence type: occurrence

Commodity Rank Total
measure

Total production Total resource Importance

gold 1 NA NA NA NA
copper 3 NA NA NA NA
silver 4 NA NA NA NA

Easting EUREF: 390674,384 Easting YKJ: 3390802
Northing EUREF: 7061449,869 Northing YKJ: 7064409

Discovery year: 1887
Discovered by: private prospector
Province: Laivakangas (Au, Cu)
References: 3

Mineral deposit type

Group:Metallogenic deposit
Main type: Orogenic (metamorphic hydrothermal)

Dimension

Expression: exposed Area (ha): NA
Form: discordant Dip azim: NA
Shape: NA Dip: NA
Length (m): NA Plunge azim: NA
Width (m): NA Plunge dip: NA
Thickness (m): NA Orientation method: NA
Depth (m): NA

Holder history
Previous holders:

Company Years Holding type Comments
Belvedere Resources Ltd 2007-2012 Claim (old law) NA
SES Finland Oy 1996-1997 Claim (old law) NA
Outokumpu Oy 1984-1985 Claim (old law) NA
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EXPLORATION ACTIVITY

Outokumpu Oy

Years Activity type Geologist Exploration result Ref
1984-1986 core drilling Tauno Huhtala, Esa

Sandberg
NA 1, 6

6 diamond-drill holes, total 630 m, in two profiles 100 m apart.
Intersections
HoleID 68
From-To 76,5-76,6
Length 0,2m
gold 28,7ppm
silver 4,3ppm
copper 0,1%

Geological Survey of Finland

Years Activity type Geologist Exploration result Ref
1956 detailed geology NA NA

Several Au- and Ag-rich boulders found.

NA regional geophysics NA NA 2, 4, 5

Outokumpu Oy

Years Activity type Geologist Exploration result Ref
NA regional geophysics Tauno Huhtala, Esa

Sandberg
NA 2, 4, 5

NA regional
geochemistry

Tauno Huhtala, Esa
Sandberg

NA 5

Geological Survey of Finland

Years Activity type Geologist Exploration result Ref
NA regional

geochemistry
NA NA 2, 4, 5
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GEOLOGY
Host rock: Quartz vein, Quartz diorite

Quartz vein (Host rock)

Rock type: Host rock
Proportion:minor
Grain size: NA
Color: NA
References: 6
Comments: The gold mineralisation is in quartz vein(s)

Quartz diorite (Host rock)

Rock type: Host rock
Proportion:major
Grain size: NA
Color: NA
References: 1, 6

Metamorphic description:
Ore minerals:
Mineral Proportion Mineral texture
Pyrite major

Other minerals:
Mineral Proportion Mineral texture
Quartz present

Type: Facies: Degree: Relation to
mineralization:

Min P- Max P
(kbar)

MIn T- Max T
(°C)

Regional amphibolite
metamorphic facies

medium
metamorphic grade

NA
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