	PRECIOUS METAL DETERMINATIONS OF

GEOCHEMICAL AND ORE SAMPLES

	Method

code
	Method of determination and elements

with detection limits

	521 U
	Aqua regia leach at room temperature

followed by mercury coprecipitation, using a

5 g sample weight. GAAS determination.

Element selection same as for 519U.

Package: Au, Bi, Sb, Se and Te

	522U
	Aqua regia leach at room temperature

followed by mercury coprecipitation, using a

20 g sample weight. GAAS determination.

Elements and detection limits given below

(ppm)

Au
0.01
Pd
0.01
Pt
0.10

Rh
0.01
Bi
0.01
Sb
0.01

Se
0.01
Te
0.01

Package: Au, Bi, Sb, Se and Te

	225U
	Bottle roll test for 200 to 500 g sample. The

sample is leached with 0.3 % sodium

cyanide in an open vessel for-24 hours. Gold

is determined with the GFAAS technique

(det. lim. 0.01 ppm). An additional charge

of 20 AM for 1000 g sample.


